
M28 Propellant: Nominal Composition (Red Area)
60% Nitrocellulose (NC)
23.8% Nitroglycerin (NG)
9.9% Triacetin
2.6% Dimethylphthalate
2.0% Lead Stearate
1.7% 2-Nitrodiphenylamine (2-NDPA)

Inhibitor Layer
70 - 74% Cellulose Acetate
26 - 30% Dimethylphthalate

Open Space
(necessary to allow 
propellant "burn")

Interface
(area of grain touching 

inhibitor layer)
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M28 Propellant Grain
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